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Gradation of Fine Aggregate FA-10M 
 
 
Replace the FA-10M gradation in the table, Gradation of Fine Aggregates, located in the Appendix of the 
Standard Specifications, with the following revised gradation:  
 
 

Aggregate No. Sieve 
Designation 

FA-10M 

½-inch -- 

⅜-inch 100 
No. 4 95-100 
No. 8 75-100 
No. 16 45-95 
No. 30 25-75 
No. 50 8-35 

No. 100 0.5-20 
No. 200 0-10* 
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